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FUTURE WORK

It is anticipated that, during the next quarter, the experimental portion of the hy-
drostatic extrusion program will be fully resumed. In addition to studies of the critical
process variable, the hydrostatic extrudability of relatively more difficult-to-work
materials such as TZM molybdenum alloy and beryllium will be evaluated. In addition,
finishing of shapes, fabrication of wire, and extrusion of tubing will have begun.




