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presence of heterophase inclustons in transforming crystals (7-10), but the 

microscopically visible amount of second phase (presumably V
5
Si

3 
or V (9,11» 

did not correlate with the tendency to transform, whereas'the electrical resist­

ance ratio R300/R20 was found to be a relevant measure (7,8). The resistance 

ratios of nontransforming specimens are usually low (about 10), and those of 

transforming specimens high (up to about 80) (7,8). It has further been 

observed that nontransforming crystals of Nb 3Sn became transforming after heat 

treatment (8,12). 

The difference between transforming and nontransforming crystals is also 

apparent in their elastic behavior. Transfo~ng samples show a stronger 

softening and smaller values of the shear modulus c than non transforming 
s 

samples (3), and the temperature dependence of the pressure coefficient (ac lap) 
s 

is quantitatively and qualitatively different for the two types of samples 

(13-15). 

It is the purpose of the present paper to calculate the temperature depend­

ence of (dcs/ap) for V
3

Si on the basis of the linear chain model of Labbe and 

Friedel (16). The results shed some new light on the possible explanations for 

the different behavior and . suggest that for V3Si transforming samples a=e struc­

turally more perfect than nontransforming samples. 

The variation of (ac lap) with temperature has been calculated before by 
s 

Schuster (17) from the electron-renormalized sound velocity (18) based on the 

one-dimensional electronic density of states of Labbe and Friedel (16). As 

has been noted before, the theoretical curve agrees between 77°K and 300 0 K 

approximately with the experimental data (13-15 ) , ·but at lower temperatures it 

cannot account for the behavior of either tra~sforming or nontransforming 

V
3

Si (14). It will be shown below that the discrepancy arises from the fact 

that in Schuster's treatment the electronic charge transfer between the d-band 

and the s-band is neglected, and that inclusion of the charge transfe~results 

in good semiquantitative agreement with the experimental data for transforming 

Calculation of (dCs/aO) 

The expression for the electron-renormalized sound velocity used by Schuster 

(17) is equivalent to the expression derived by Bari¥ic and Labbe (19) on the . 

*The authors are indebt~d to Drs. S. Bari~ic and J . Noolandi for reiterating at 
the Gatlinburg Superconductivity Symposium the probable importance of the charge 
transfer mechanism, which led to the discovery of a numerical error in an 
earlier calculation of ours. 


